
Australian Government

Department of Defence
Defence Science and

Technology Organisation

W Ballistic and Material Testing
Procedures and Test Results for
Composite Samples for the
TIGER Helicopter Vulnerability
Project

A.D. Resnyansky and
G. Katselis

DSTO-TR-1617

L LU'T• T0 STATMENTA
App oved for Public Release

Oistribution Unlimited



Australian Government
Department of Defence

Defence Science and
Technology Organisation

Ballistic and Material Testing
Procedures and Test Results for Composite Samples for

the TIGER Helicopter Vulnerability Project

A.D. Resnyansky and G.Katselis

Weapons Systems Division
Systems Sciences Laboratory

DSTO-TR-1617

ABSTRACT

The report describes procedures established for ballistic and material testing of composite
samples in relation to the project on Battle Damage Repair and Vulnerability Studies (support to
AIR87). Material tests of the samples involve measurements of the strength properties with Split
Hopkinson Pressure Bar. The device designed and built up in WSD is briefly described. The
report summarises the protocol and principal results of the ballistic and material tests.
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